Test Report

Report No : TST2020081338-3RR Date:Aug.21,2020 Page 1 of 11
Applicant/ )
: Guangzhou Yijia Electronic Technology Co., Ltd.
Manufacturer
Address : 3rd Floor, No. 1, Shijing Avenue, Baiyun District, Guangzhou
Trade Mark : ADSE

The following sample(s) was /were submitted and identified on behalf of the clients as :

Sample Name : Indoor and outdoor speakers
Main Model : E-601C

: E-602C/E-603C/E-605C/E-801C/E-210C/E-220/E-221C/E-222C/E-232C/
Additional Model LC-410/LC-412/LA-306/LA-308/LA-240/LA-135/LA-802/F-10/F-12/KP-6010

/KP-6012/KP-6015/P-08/L-10/ L-12/L-15/IP-306/1P-304/IP-220/1P-230/1P-240/
Sample Received Date  : Aug.14,2020
Testing Period : Aug.14,2020 To Aug.21,2020

1. As specified by client ,to screen Lead(Pb),Cadmium(Cd),Mercury(Hg),
Chromium(Cr)and Bromine(Br)in the submitted sample(s)by XRF.

2. As specified by client ,when screening results exceed the XRF screening
limit in IEC62321:2013 Edition 1.0,further use of wet chemical methods are
required to test Lead(Pb),Cadmium(Cd),Mercury(Hg),Hexavalent

Test Requested Chromium(Cr(VI)),Polybrominated Biphenyls(PBBs),Polybrominated
Diphenyl Ethers(PBDEs),Polybrominated diphenyl ethers (PBDEs) and
Phthalates such as Bis(2-ethylhexyl) phthalate (DEHP) ,
Butyl benzyl phthalate (BBP), Dibutylphthalate (DBP) ,
and Diisobutyl phthalate (DIBP) in the submitted sample(s).

Test Method : Please refer to next page(s).

Test Result : Please refer to next page(s).

. : The test results comply with the limits of RoHS 2.0 Directive (EU) 2015/863
Conclusion

and (EU)2017/2102 amending Annex II to Directive 2011/65/EU.
Signed for and on behalf of

Andy Zheng
Technical Director

This report shall not be altered,increased or deleted.The results shown in this test report refer only to the sample(s) tested. Without written approval of TST,
this test report shall not be copied except in full and published as advertisement. TST Physical & Chemical Lab.
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Report No : TST2020081338-3RR Date:Aug.21,2020 Page2 of 11
No. f)il;g)'i; tion Test item XRF Result ?l:llg;‘;(ligc)alTest Conclusion
Pb BL -
Cd BL -
Hg BL --

1 PCB Cr(Cr(VT) BL - Pass
Br(PBBs&PBDEs) X N.D.

e
Pb BL --
Cd BL --
Hg BL --

2 Ic Cr(Cr(VI) BL - Pass
Br(PBBs&PBDEs) BL -
||
Pb BL --

Cd BL --
Hg BL --

3 Triple tube Cr(Cr(VI) BL _ Pass
Br(PBBs&PBDEs) BL -
|
Pb BL --

Cd BL -
Hg BL --

4 Resistance Cr(Cr(VI) BL _ Pass
Br(PBBs&PBDEs) BL -
R
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Report No : TST2020081338-3RR Date:Aug.21,2020 Page 3 of 11
No. Samp!e . Test item XRF Result ChemicalTest Conclusion
Description (mg/kg)
Pb BL -
Cd BL -
Hg BL --
. Pass
5 Capacitance Cr(Cr(VT) BL _
Br(PBBs&PBDEs) BL --
Phthalate(DBP\BBP
alate( 3 ND
\DEHP\DIBP)
Pb BL -
Cd BL -
Hg BL --
6 Inductance Cr(Cr(VI) BL _ Pass
Br(PBBs&PBDEs) BL --
Phthalate(DBP\BBP
alate( 3 ND
\DEHP\DIBP)
Pb BL -
Cd BL -
Hg BL --
7 Solder CI‘(CI‘(VI) BL - Pass
Br(PBBs&PBDEs) -- -
Phthalate(DBP\BBP
\DEHP\DIBP)
Pb BL -
Cd BL -
.| He BL -
2 Black electrolytic Pass
capacitor film Cr(Cr(VD) BL -
Br(PBBs&PBDEs) BL --
Phthalate(DBP\BBP
alate( B ND
\DEHP\DIBP)
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No. Samp!e . Test item XRF Result ChemicalTest Conclusion
Description (mg/kg)

Pb BL --
Cd BL --
Hg BL --

9 Black rubber CI'(CI'(VI) BL . Pass
Br(PBBs&PBDEs) BL --
Phthalate(DBP\BBP

alate( \ B ND

\DEHP\DIBP)
Pb BL --
Cd BL --
Hg BL --

10 Pin CI‘(CI‘(VI) BL - Pass
Br(PBBs&PBDEs) -- --
Phthalate(DBP\BBP
\DEHP\DIBP)
Pb BL --
Cd BL --
Hg BL --

11 Aluminum shell Cr(Cr(VI) BL _ Pass
Br(PBBs&PBDEs) -- --
Phthalate(DBP\BBP
\DEHP\DIBP)
Pb BL --
Cd BL --
Hg BL --

12 Electrolytic paper Cr(Cr(VI) BL - Pass
Br(PBBs&PBDEs) BL --
Phthalate(DBP\BBP

alate( B ND

\DEHP\DIBP)
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Report No : TST2020081338-3RR Date:Aug.21,2020 Page 5of 11
No. Samp!e . Test item XRF Result ChemicalTest Conclusion
Description (mg/kg)
Pb BL -
Cd BL -
Hg BL --
Pass
13 Inductor body Cr(Cr(VT) BL _
Br(PBBs&PBDEs) BL -
Phthalate(DBP\BBP
alate( B ND
\DEHP\DIBP)
Pb BL -
Cd BL --
Hg BL --
14 Copper wire Cr(Cr(VI) BL - Pass
Br(PBBs&PBDEs) BL -
Phthalate(DBP\BBP
alate( B ND
\DEHP\DIBP)
Pb BL --
Cd BL --
Hg BL --
15 Adhesive tape Cr(Cr(VI) BL _ Pass
Br(PBBs&PBDEs) BL -
Phthalate(DBP\BBP
alate( K ND
\DEHP\DIBP)
Pb BL --
Cd BL --
Hg BL --
16 Screw Cr(Cr(VI) X N.D. Pass
Br(PBBs&PBDEs) -- -
Phthalate(DBP\BBP
\DEHP\DIBP)
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Report No : TST2020081338-3RR Date:Aug.21,2020 Page 6 of 11
No. Samp!e . Test item XRF Result ChemicalTest Conclusion
Description (mg/kg)
Pb BL --
Cd BL --
Hg BL --
. Pass
17 Grey plastic case Cr(Cr(VT) BL -
Br(PBBs&PBDEs) BL --
Phthalate(DBP\BBP
alate( B ND
\DEHP\DIBP)
Pb BL --
Cd BL --
Hg BL --
18 Speaker CI‘(CI‘(VI) BL - Pass
Br(PBBs&PBDEs) BL --
Phthalate(DBP\BBP
alate( B ND
\DEHP\DIBP)
Pb BL --
Cd BL --
Hg BL --
19 Gray metal mesh Cr(Cr(VI) BL _ Pass
Br(PBBs&PBDEs) -- --
Phthalate(DBP\BBP
\DEHP\DIBP)
Pb BL --
Cd BL --
Hg BL --
20 Grey paint Cr(Cr(VI) BL - Pass
Br(PBBs&PBDEs) BL --
Phthalate(DBP\BBP
alate( B ND
\DEHP\DIBP)
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1. It is the result on total Br while test item on restricted substances in PBBs/PBDEs.It is the
result on total Cr while test item on restricted substances is Cr(VI).

2. Screening test by XRF spectroscopy

XRF screening limits in mg/kg for regulated elements according to IEC62321:2013 Ed.1 Sec.6

& AnnesD.
Element Polymer Material Metallic Material Composite Material
- BL<700-30<X < BL<700-30<X < BL<500-30<X <
1300+36<OL 1300+36<OL 1500+36<0OL
Cd BL<70-30<X<<130+30<OL | BL<70-30<X<(130+30<OL LOD<X<150+30<0OL

Hg

BL<700-30<X<

BL<700-30<X<<

BL<500-30<X<<

1300+36<0OL 1300+36<0OL 1500+36<0OL
Cr BL<700-3c6<<X BL<700-3c6<<X BL<500-30<<X
Br BL<300-3c6<<X - BL<250-306<<X

XRF detection limits in mg/kg for regulated elements in various material

Element Polymer Material Metallic Material Composite Material
Pb 10 50 50
Cd 10 50 50
Hg 10 50 50
Cr 10 50 50
Br 10 50 50
Note: -BL = Under the XRF screening limit

-OL = Furture chemical test will be conducted while result is above the screening limit

-X =The symbol” X ’marks the region where further investingation in necessary

-36=The reproducibility of analytical instruments

-LOD=Detection limit

This report shall not be altered,increased or deleted.The results shown in this test report refer only to the sample(s) tested. Without written approval of TST,
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Report No : TST2020081338-3RR Date:Aug.21,2020 Page 8 of
3. Wet chemical test
Test Item(s) Test Method Test Equipment MDL
Pb IEC62321-5:2013 ICP-AES 2
cd IEC62321-5:2013 ICP-AES 2
He IEC62321-4:2017 ICP-AES 2
IEC62321-7-1:2015
Crtvh EC62321-7-2:2017 UV 2
PBB IEC62321-6:2015 GC-MS 5
PBDE IEC62321-6:2015 GC-MS 5
Dibutyl Phthalate(DBP) | IEC62321-8:2017 GC-MS 30
Benzylbutyl Phthalate ™| \p 39 1.8:2017 GC-MS 30
(BBP)
E}luil Zttl;gl;’;y;; IEC62321-8:2017 GC-MS 30
Dﬁs‘)k’(‘;i’g;’thalate IEC62321-8:2017 GC-MS 30
Note: - mg/kg= ppm=0.0001%

-ND=Not Detected(<MDL)

- MDL = Method Detection Limit

-- = No Testing

-Negative = Absence of Cr(VI), the detected Cr(VI) concentration in the boiling

-*=According to 2011/65/EU Annex,point 6-Lead as an alloying element is steel
containing up to 0.35% lead by weight, aluminum containing up to 0.4% lead by
weight and as a copper alloy, containing up to 4% lead by weight can be exempted.

This report shall not be altered,increased or deleted.The results shown in this test report refer only to the sample(s) tested. Without written approval of TST,
this test report shall not be copied except in full and published as advertisement. TST Physical & Chemical Lab.
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Test Process:

1. Test for Cd/Pb Content

weight sample and Add digestion Digest samples

Place in a conical flask reagent On hot plate

g

Transfer the digestive

— Make up with —

Deionized water

Analyze by ICP-AES Solution into a

Volumetric flask

2. Test for Chromium(VI)Content

Adjust the pH of the
= Add digestion —
weight sample in an Solution to 7.5+0.5 and
Solution and
Erlenmeyer flask Transfer the solution to a
heating
volumetric flask
Analyze the mixture by
using UV-Vis Add diphenylcarbazide Make up with
spectrophotometer with solution Deionized water
wavelength set at 540nm

This report shall not be altered,increased or deleted.The results shown in this test report refer only to the sample(s) tested. Without written approval of TST,
this test report shall not be copied except in full and published as advertisement. TST Physical & Chemical Lab.

. 2F Yinhe Building Hetian Road,Houjie Town, Dongguan, Guangdong, China Tel: 86-769-85088050  Fax:86-769-85088450
TST Testing Technology Co., Ltd. HHE ARG AR ST AR R FOKE 47 SR KE 2 2 Http://www.tst-test.com E-mail:tst@tst-test.com

BHERTHARR S R TR A A |



3.

Report No :

Test for Hg Contents

weight sample and
Place in a microwave

Digestion vessel

Analyze by ICP-AES

TST2020081338-3RR

Test Report

Date:Aug.21,2020

Add digestion

reagent

Make up with

Deionized water

4. Test for PBBs/PBDES/DBP/BBP/DEHP/DIBP

Cutting / Preparation

Analyze by GC-MS

This report shall not be altered,increased or deleted.The results shown in this test report refer only to the sample(s) tested. Without written approval of TST,
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weight sample

Fitration

Page 10 of 11

Digest samples in
Microwave

Digestion oven

l

\%

Transfer the digestive
Solution into a

Volumetric flask

Sample solvent extraction

J

Concentration / Dilution of

Extracted solution
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Sample photo:

*#* End of Report ***
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	No.
	Sample Description
	Test item
	XRF Result
	ChemicalTest
	(mg/kg)
	Conclusion
	1
	PCB
	Pb
	BL
	--
	Pass
	Cd
	BL
	--
	Hg
	BL
	--
	Cr(Cr(VI)
	BL
	--
	Br(PBBs&PBDEs)
	X
	N.D.
	--
	N.D.
	IC
	Pb
	BL
	--
	Pass
	Cd
	BL
	--
	Hg
	BL
	--
	Cr(Cr(VI)
	BL
	--
	Br(PBBs&PBDEs)
	BL
	--
	--
	N.D.
	3
	Triple tube
	Pb
	BL
	--
	Pass
	Cd
	BL
	--
	Hg
	BL
	--
	Cr(Cr(VI)
	BL
	--
	Br(PBBs&PBDEs)
	BL
	--
	--
	N.D.
	Resistance
	Pb
	BL
	--
	Pass
	Cd
	BL
	--
	Hg
	BL
	--
	Cr(Cr(VI)
	BL
	--
	Br(PBBs&PBDEs)
	BL
	--
	--
	N.D.
	No.
	Sample Description
	Test item
	XRF Result
	ChemicalTest
	(mg/kg)
	Conclusion
	5
	Capacitance
	Pb
	BL
	--
	Pass
	Cd
	BL
	--
	Hg
	BL
	--
	Cr(Cr(VI)
	BL
	--
	Br(PBBs&PBDEs)
	BL
	--
	--
	N.D.
	Inductance
	Pb
	BL
	--
	Pass
	Cd
	BL
	--
	Hg
	BL
	--
	Cr(Cr(VI)
	BL
	--
	Br(PBBs&PBDEs)
	BL
	--
	--
	N.D.
	7
	Solder
	Pb
	BL
	--
	Pass
	Cd
	BL
	--
	Hg
	BL
	--
	Cr(Cr(VI)
	BL
	--
	Br(PBBs&PBDEs)
	--
	--
	--
	--
	Black electrolytic capacitor film
	Pb
	BL
	--
	Pass
	Cd
	BL
	--
	Hg
	BL
	--
	Cr(Cr(VI)
	BL
	--
	Br(PBBs&PBDEs)
	BL
	--
	--
	N.D.
	No.
	Sample Description
	Test item
	XRF Result
	ChemicalTest
	(mg/kg)
	Conclusion
	9
	Black rubber
	Pb
	BL
	--
	Pass
	Cd
	BL
	--
	Hg
	BL
	--
	Cr(Cr(VI)
	BL
	--
	Br(PBBs&PBDEs)
	BL
	--
	--
	N.D.
	10
	Pin 
	Pb
	BL
	--
	Pass
	Cd
	BL
	--
	Hg
	BL
	--
	Cr(Cr(VI)
	BL
	--
	Br(PBBs&PBDEs)
	--
	--
	--
	--
	 Aluminum shell
	Pb
	BL
	--
	Pass
	Cd
	BL
	--
	Hg
	BL
	--
	Cr(Cr(VI)
	BL
	--
	Br(PBBs&PBDEs)
	--
	--
	--
	--
	12
	Electrolytic paper
	Pb
	BL
	--
	Pass
	Cd
	BL
	--
	Hg
	BL
	--
	Cr(Cr(VI)
	BL
	--
	Br(PBBs&PBDEs)
	BL
	--
	--
	N.D.
	No.
	Sample Description
	Test item
	XRF Result
	ChemicalTest
	(mg/kg)
	Conclusion
	13
	 Inductor body 
	Pb
	BL
	--
	Pass
	Cd
	BL
	--
	Hg
	BL
	--
	Cr(Cr(VI)
	BL
	--
	Br(PBBs&PBDEs)
	BL
	--
	--
	N.D.
	14
	Copper wire
	Pb
	BL
	--
	Pass
	Cd
	BL
	--
	Hg
	BL
	--
	Cr(Cr(VI)
	BL
	--
	Br(PBBs&PBDEs)
	BL
	--
	--
	N.D.
	Adhesive tape
	Pb
	BL
	--
	Pass
	Cd
	BL
	--
	Hg
	BL
	--
	Cr(Cr(VI)
	BL
	--
	Br(PBBs&PBDEs)
	BL
	--
	--
	N.D.
	16
	Screw
	Pb
	BL
	--
	Pass
	Cd
	BL
	--
	Hg
	BL
	--
	Cr(Cr(VI)
	X
	N.D.
	Br(PBBs&PBDEs)
	--
	--
	--
	--
	No.
	Sample Description
	Test item
	XRF Result
	ChemicalTest
	(mg/kg)
	Conclusion
	17
	Grey plastic case
	Pb
	BL
	--
	Pass
	Cd
	BL
	--
	Hg
	BL
	--
	Cr(Cr(VI)
	BL
	--
	Br(PBBs&PBDEs)
	BL
	--
	--
	N.D.
	18
	Speaker
	Pb
	BL
	--
	Pass
	Cd
	BL
	--
	Hg
	BL
	--
	Cr(Cr(VI)
	BL
	--
	Br(PBBs&PBDEs)
	BL
	--
	--
	N.D.
	Gray metal mesh
	Pb
	BL
	--
	Pass
	Cd
	BL
	--
	Hg
	BL
	--
	Cr(Cr(VI)
	BL
	--
	Br(PBBs&PBDEs)
	--
	--
	--
	--
	20
	Grey paint
	Pb
	BL
	--
	Pass
	Cd
	BL
	--
	Hg
	BL
	--
	Cr(Cr(VI)
	BL
	--
	Br(PBBs&PBDEs)
	BL
	--
	--
	N.D.
	1. It is the result on total Br while test item on
	 result on total Cr while test item on restricted 
	 2. Screening test by XRF spectroscopy
	 XRF screening limits in mg/kg for regulated eleme
	 & AnnesD.
	Element
	Polymer Material
	Metallic Material
	Composite Material
	Pb
	BL≤700-3σ≤X＜1300+3σ≤OL
	BL≤700-3σ≤X＜1300+3σ≤OL
	BL≤500-3σ≤X＜1500+3σ≤OL
	Cd
	BL≤70-3σ≤X＜130+3σ≤OL
	BL≤70-3σ≤X＜130+3σ≤OL
	LOD＜X＜150+3σ≤OL
	 Hg
	BL≤700-3σ≤X＜1300+3σ≤OL
	BL≤700-3σ≤X＜1300+3σ≤OL
	BL≤500-3σ≤X＜1500+3σ≤OL
	Cr
	BL≤700-3σ＜X
	BL≤700-3σ＜X
	BL≤500-3σ＜X
	Br
	BL≤300-3σ＜X
	--
	BL≤250-3σ＜X
	XRF detection limits in mg/kg for regulated elemen
	Element
	Polymer Material
	Metallic Material
	Composite Material
	Pb
	10
	50
	50
	Cd
	10
	50
	50
	Hg
	10
	50
	50
	Cr
	10
	50
	50
	Br
	10
	50
	50

